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BRICK PAVING REQUIREMENTS

1.  Wet saw MUST be used. 
  
2.  Paved surfaces are to finish 3” below the top of foundation and slope away from an    
     adjacent building. 
  
3.  Finish new paving to match existing grades where feasible.   Surface water may not be  
     directed to adjacent properties. 
  
4.  Excavate an area large enough to accommodate the paved surface and required edge  
     retaining material. 
  
5.  Compact the excavated sub base and install 6” minimum compacted granular base (e.g., 
     CA-6) and a minimum 1” sand setting bed over the compacted base.   Note 8”    
     compacted base is required under surfaces subject to vehicular traffic. 
  
6.  Partial bricks are to be saw-cut to provide straight true joints. 

  
7.  Edge restraints are to be spiked securely through the compacted base  material and the  
     bricks seated into the bedding sand by compaction. 
  
8.  Complete by sweeping sand to fill all surface joints. 
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